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Abstract: The delivery of chemotherapeutics into tumor cells is a fundamental knot for 

tumor-target therapy to improve the curative effect and avoid side effects. Here, A54 peptide-

functionalized poly(lactic-co-glycolic acid)-grafted dextran (A54-Dex-PLGA) was synthesized. 

The synthesized A54-Dex-PLGA self-assembled to form micelles with a low critical micelle 

concentration of 16.79 μg⋅mL-1 and diameter of about 50 nm. With doxorubicin (DOX) base 

as a model antitumor drug, the drug-encapsulation efficiency of DOX-loaded A54-Dex-PLGA 

micelles (A54-Dex-PLGA/DOX) reached up to 75%. In vitro DOX release from the A54-Dex-

PLGA/DOX was prolonged to 72 hours. The A54-Dex-PLGA micelles presented excellent inter-

nalization ability into hepatoma cells (BEL-7402 cell line and HepG2 cell line) in vitro, and the 

cellular uptake of the micelles by the BEL-7402 cell line was specific, which was demonstrated by 

the blocking experiment. In vitro antitumor activity studies confirmed that A54-Dex-PLGA/DOX  

micelles suppressed tumor-cell (BEL-7402 cell) growth more effectively than Dex-PLGA micelles.  

Furthermore, in vivo biodistribution testing demonstrated that the A54-Dex-PLGA micelles had 

a higher distribution ability to BEL-7402 tumors than that to HepG2 tumors.

Keywords: homing peptide, polymeric micelles, doxorubicin, tumor-cell targeting

Introduction
Targeted drug-delivery systems have been a research hotspot in recent years, because 

they can react with targeted lesions and distribute and release drugs in a controlled 

manner, thus enhancing therapeutic effects and reducing side effects on nonmalignant 

cells.1–3 Polymeric micelles, which were first proposed as drug carriers by Bader et 

al in 1984,4 have attracted growing interest as potential carriers for targeted drug 

delivery. Polymeric micelles usually have hydrophobic cores surrounded by hydro-

philic outer shells. The inner hydrophobic core of the polymer has a large capacity to 

accommodate hydrophobic drugs, while the hydrophilic shell enables the polymeric 

micelles to be stable in an aqueous environment.5,6 Polymeric micelles with this kind 

of core–shell structure have attracted considerable interest for the delivery of antitu-

mor drugs to solid tumors, because they can be self-assembled to from amphiphilic 

block or graft copolymers. Polymeric micelles possess a nano-order size distribution 

varying from 20 to 100 nm.7,8 Based on their size and surface properties, micelles 

have many advantages, such as the accumulation in tumors via the passive enhanced-

permeability-and-retention (EPR) effect9–11 and the prolongation of circulation time 

by avoiding recognition and phagocytosis by the reticuloendothelial system.12,13 

However, nonspecific cellular targeting and poor cellular internalization of carriers 
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are still far away from people’s expectations for an ideal 

drug-delivery system for cancer treatment.

Homing peptides as targeting agents for human tumors 

are important in the development of tumor treatment.14,15 

During the last decade, several investigators have success-

fully used phage-display library methods16,17 to discover cell 

surface-binding peptides that may be useful for tumor target-

ing. The advantages of homing peptides include being easily 

synthesized, having relatively small molecular weight (MW), 

having relatively low cytotoxicity and immunogenicity, and 

degrading in vivo to naturally occurring compounds.18,19 

Recently, a hepatocarcinoma-binding peptide, AGKGTPS-

LETTP peptide (A54), was identified from a phage-display 

random-peptide library by in vivo panning, and it is the 

most effective peptide specific to the human hepatoma car-

cinoma cell line BEL-7402 via cell surface marker-mediated 

endocytosis.20

Hepatocellular carcinoma is one of the deadliest cancers 

in the world. The anthracycline antitumor drug doxorubicin 

(DOX) is widely utilized in clinical therapy with hepatoma. 

The exact mechanism of action of DOX is complex and 

still somewhat unclear, though it is thought to interact with 

deoxyribonucleic acid (DNA) by intercalation, including 

the inhibition of DNA helicases, topoisomerase II, and ribo-

nucleic acid polymerase.21 However, the current treatment 

of hepatoma with DOX is still far from satisfactory, due to 

severe side effects, notably dose-limited cardiotoxicity and 

myelosuppression.22,23 Therefore, a specific targeting strategy 

to specifically deliver these antitumor agents to diseased sites, 

thereby keeping them away from normal cells sensitive to 

the toxic effects of the drug, is urgently needed.

In our early studies, homing peptide-functionalized poly-

ethylene glycolated stearic acid-grafted chitosan micelles were 

developed. However, chitosan with a positive charge affected 

the active targeting efficiency of the synthetic micelles.24 

Dextran (Dex) is a family of natural polysaccharides that 

are widely used as polymeric carriers in novel drug-delivery 

systems. Dex–poly(lactic-co-glycolic acid) (PLGA) has been 

developed with excellent drug-loading ability for the antitu-

mor agent DOX.25–27 In this study, A54 was used as a homing 

peptide to synthesize A54-functional Dex-PLGA (A54-Dex-

PLGA) for specifically targeting the human hepatocellular 

carcinoma cell line BEL-7402.28,29 The structure, critical 

micelle concentration (CMC), micelle size, and morphology 

of A54-Dex-PLGA micelles were then investigated. Using 

DOX as a model drug, such characteristics as drug-loading 

ability, drug-encapsulation efficiency, and in vitro release 

profiles of the drug-loaded micelles were then evaluated. 

Moreover, cellular uptake, in vitro antitumor activities, and in 

vivo distribution of the micelles were further studied. Figure 1  

shows the preparation and research approach for A54-Dex-

PLGA micelles.

Materials and methods
Materials
Dex of about 10.0 kDa average MW was supplied by Bio 

Basic (USA). PLGA of about 1.5 kDa MW was purchased 

from Shandong Daigang Medped (People’s Republic of 

China [PRC]). 4-Dimethylaminopyridine (DMAP) and 

N,N′-dicyclohexylcarbodiimide (DCC) were purchased from 

Shanghai Medped (PRC). A54 was synthesized by Guangzhou 

Sinoasis Pharmaceuticals (PRC). Di-tert-butyl dicarbonate 

([Boc]
2
O) was purchased from Shanghai Medpep (PRC). 

Pyrene was purchased from Sigma-Aldrich Chemical (USA). 

DOX HCl was gifted from Hisun Pharm (PRC). Trypsin and 

Dulbecco’s Modified Eagle’s Medium (DMEM) were pur-

chased from Gibco (USA). Fetal bovine serum was purchased 

from Sijiqing Biologic (PRC). Hoechst 33342 was supplied 

by Invitrogen (USA). 3-(4,5-Dimethylthiazol-2-yl)-2,5-diphe-

nyltetrazolium bromide (MTT) was purchased from Sigma-Al-

drich Chemical. Indocyanine green (ICG) was purchased from 

Tokyo Chemical Industry (Japan). The human hepatocellular 

Dex

Target

PLGA

BEL-7402 cells

HepG2 cells

A54
DOX

Figure 1 Flowchart illustrating the preparation and research approach of A54-Dex-PLGA micelles.
Abbreviations: A54-Dex-PLGA, A54 peptide-functionalized poly(lactic-co-glycolic acid)-grafted dextran; DOX, doxorubicin.
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carcinoma cell line (BEL-7402 cells) and human liver-tumor 

cell line (HepG2 cells) were donated by the Second Affiliated 

Hospital of Zhejiang University School of Medicine.

Synthesis of A54-functionalized 
dextran-g-PLGA
The Dex-PLGA graft was synthesized via an esterification 

reaction with the dehydrating agent DCC and the catalyst 

DMAP.30 The reaction was carried out under anhydrous con-

ditions. Briefly, PLGA (3,829.8 mg), DCC (1,579.4 mg), and 

DMAP (95.5 mg) were dissolved in 15 mL anhydrous dim-

ethyl sulfoxide (DMSO) and stirred for 30 minutes at 60°C 

to activate the carboxyl group of PLGA. Dex (1,704.1 mg) 

was then added and reacted for 48 hours. After centrifuga-

tion, the supernatant was dialyzed against pure water using a 

dialysis membrane (MW cutoff [MWCO] 7.0 kDa; Spectrum 

Laboratories, USA) for 48 hours and then lyophilized. After 

that, the lyophilized product was further dispersed in acetone 

(20 mg⋅mL-1) and then lyophilized.

For synthesis of A54-Dex-PLGA, (Boc)
2
O (14.0 μL) was 

added to 5 mL anhydrous DMSO containing A54 (55.0 mg)  

in an ice bath, followed by stirring with light protection at 

room temperature for 12 hours. Dex-PLGA (604.0 mg), DCC 

(28.6 mg), and DMAP (2.0 mg) in 10 mL DMSO were added 

to the reaction system with stirring for 48 hours at room 

temperature. The Boc-protecting group was removed by treat-

ment with 2 M HCl. The final reaction product was dialyzed 

against pure water for 48 hours and then lyophilized.

Preparation of DOX-loaded Dex-PLGA 
and A54-Dex-PLGA micelles
DOX used for the preparation of DOX-loaded micelles 

was obtained by reaction of DOX HCl with double-mole 

triethylamine in DMSO overnight. Polymers (10 mg)  

and DOX were dissolved in 1 mL DMSO solution 

(DOX:polymers =5%, w/w) under magnetic stirring at room 

temperature. After the mixture solution was dialyzed against 

pure water (MWCO 3.5 kDa) for 24 hours, the products were 

centrifuged at 4,000 rpm for 10 minutes to obtain the DOX-

loaded micelle solution.

Physicochemical characteristics  
of polymers and micelles
The 1H nuclear magnetic resonance (NMR) spectra of chemi-

cals were obtained by a NMR spectrometer (AC-80; Bruker 

Biospin, Germany). The solvent used for NMR measure-

ments was DMSO-d
6
. The PLGA graft ratio for Dex-PLGA 

(GR%) was calculated using the formula:

 GR% = (A
3.2

/123.4)/(A
1.5

/34.2) (1)

where A
3.2

 and A
1.5

 represent the peak areas at chemical 

shifts at 3.2 and 1.5 ppm in the 1H NMR spectrum of Dex-

PLGA, respectively. The chemical shifts at 3.2 ppm and 

1.5 ppm corresponded to the protons of glucosidic linkage 

in glucose unit and methyl of PLGA, respectively. In this 

study, the synthesized Dex-PLGA using Dex with 10 kDa 

MW (Dex consisting of 61.7 a-[1→6]-linked d-glucose units) 

and PLGA with 1.5 kDa MW. PLGA consisted of lactide 

and glycolide (lactide:glycolide =70:30), and the methyl of 

PLGA belonged to the glycolide.

The CMC of Dex-PLGA and A54-Dex-PLGA was 

evaluated by fluorescence measurement using pyrene as a 

probe.31 Pyrene was firstly dissolved in acetone for quantita-

tion (1.2×10-3 mg⋅mL-1). After the acetone was evaporated at 

50°C, 5 mL of polymer solution with different concentrations 

ranging from 10-3 to 1.0 mg⋅mL-1 were added. The excitation 

wavelength was set at 337 nm, the excitation slit at 10 nm, 

and the emission slit at 2.5 nm. The intensities of the emis-

sion at a wavelength range of 300–470 nm were recorded 

by fluorescence spectrophotometry (F-2500; Hitachi, Japan), 

and the intensity ratio of the first peak (I
1
, 374 nm) to the third 

peak (I
3
, 385 nm) was analyzed for determination of CMC.

The morphological examinations were performed by 

transmission electron microscopy (TEM; JEM-1230; JEOL, 

Japan). The samples were dropped on copper grids and 

stained with 2% (w/v) phosphotungstic acid for viewing.

Determination of drug-encapsulation 
efficiency and drug loading
The DOX content was determined using fluorescence 

spectrophotometry. The excitation wavelength was set at 

505 nm, while the emission wavelength was set at 565 nm. 

The excitation and the emission slit was 5.0 nm. The drug-

encapsulation efficiency (EE%) and drug loading (DL%) 

were calculated using the respective formulas:

EE% =  (mass of DOX in micelles/mass of DOX added) 
×100% (2)

DL% =  (mass of DOX in micelles/mass of DOX-loaded 
micelles) ×100% (3)

In vitro DOX release from DOX-loaded 
micelles
For in vitro drug release tests, a 3 mL DOX-loaded micelle 

solution was put into a dialysis membrane (MWCO 3.5 kDa) 
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and added to a plastic tube containing 20 mL phosphate-

buffered saline (PBS) solution at pH 7.4. The tests were 

carried out in an incubator shaker (37°C, 70 rpm). At pre-

determined time intervals (0.5, 1, 2, 4, 6, 8, 12, 24, 36, 48, 

and 72 hours), all of the media out of the dialysis membrane 

were withdrawn and replaced with the fresh PBS. DOX con-

tent was determined by fluorescence spectrophotometry. All 

drug-release tests were performed three times.

cell culture
BEL-7402 and HepG2 cells were maintained in DMEM sup-

plemented with 10% (v/v) fetal bovine serum and penicillin/

streptomycin (100 U⋅mL-1, 100 U⋅mL-1) at 37°C in a humidi-

fied atmosphere containing 5% CO
2
. Cells were subcultured 

regularly using trypsin/ethylenediaminetetraacetic acid.

Cellular uptake of DOX-loaded micelles
For cellular uptake of DOX-loaded micelles, BEL-7402 and 

HepG2 cells were seeded at 3.0×104 mL-1 cells/well onto 

10 mm glass coverslips in a 24-well plate (Nalge Nunc Interna-

tional, USA) and incubated for 24 hours. DOX-loaded micelles  

(100 μL, 5 μg⋅mL-1) were added, followed by further incubation 

for 0.5, 1, 2, 4, 10, and 24 hours. For the blocking experiments, 

cells were incubated firstly with free A54 (10-2 mg⋅mL-1) for 

30 minutes and then with DOX-loaded micelles. After the 

cells were incubated with Hoechst 33342 (10-2 mg⋅mL-1) for 

30 minutes, cellular fluorescence was examined under confo-

cal microscopy (BX61W1-FV1000; Olympus, Japan). For the 

quantitative analysis of cellular uptake, cells were treated with 

trypsin after different incubation periods with DOX-loaded 

micelles, and then resuspended in PBS. The intensity of cellular 

fluorescence was determined by flow cytometry (FC 500 MCL; 

Beckman Coulter, USA), and blanked by untreated cells.

In vitro antitumor activity
The cytotoxicity of DOX HCl, blank, and DOX-loaded 

micelles against BEL-7402 cells was evaluated by MTT 

assay. Briefly, 1.0×104 cells per well were placed in a 96-well 

microtiter plate (Nalge Nunc International) and incubated for 

24 hours. Then, the cells were exposed to a series of concen-

tration of micelles for another 48 hours. After that, cells were 

incubated with 20 μL MTT solution (5 mg⋅mL-1) for a further 

4 hours at 37°C. Finally, the absorbance was determined at 

570 nm using an automatic reader (model 680; Bio-Rad, 

USA). All the experiments were repeated three times.

A cytotoxicity assay was then used to confirm the results 

obtained from the colorimetric cell-viability assay.32,33 The 

drug concentration of DOX HCl and DOX-loaded micelles 

were same as the half-maximal inhibitory concentration 

(IC
50

) value of DOX-loaded A54-Dex-PLGA micelles 

(A54-Dex-PLGA/DOX). After a 24-hour drug exposure, 

cells were stained with 100 μL calcein acetoxymethyl ester 

(AM; Invitrogen, USA) (0.5 μL dissolved in 1 mL PBS) for 

30 minutes at room temperature. Cells were observed using 

a fluorescence microscope (DM4000 B; Leica, Germany).

In vivo imaging
The tumor-bearing mouse models were established by subcu-

taneous injection of BEL-7402 and HepG2 cells into the two 

flanks of BALB/C + nu/F
1
 nude mice, respectively. To inves-

tigate the in vivo distribution, ICG complexed with tetrabu-

tylammonium iodide was encapsulated by A54-Dex-PLGA 

micelles. When tumors reached an acceptable size, ICG-loaded 

micelles were injected into the tail vein of the tumor-bearing 

mice at a dose of 5.0 mg/kg. The mice were anesthetized and 

imaged at the predetermined time (1, 3, 5, 12, 24, and 48 hours) 

after injection using the Maestro in vivo imaging system (CRI, 

USA). At the end of the experiment, various tissues including 

tumors were harvested, weighed, and observed by the in vivo 

imaging system. The accumulation of ICG-A54-Dex-PLGA 

micelles in various tissues was calculated as %ID/g (the per-

centage of the fluorescent intensity per gram of tissue). All 

the animal studies were performed under Institutional Animal 

Care and Use Committee-approved protocols.

Results and discussion
Synthesis and characteristics of  
A54-Dex-PLGA
The synthesis route of A54-Dex-PLGA is presented in Figure 2.  

Dex-PLGA was firstly synthesized via an esterification reac-

tion between the carboxyl group of PLGA and the hydroxyl 

group of Dex in the presence of the catalyst DMAP and the 

dehydrating agent DCC. The MW of dextran was 10.0 kDa, 

and the molar ratio of Dex and PLGA was 1:15. The chemical 

structures of Dex, PLGA, and synthesized Dex-PLGA were 

confirmed by the 1H NMR spectrum, as shown in Figure 3A.  

The 1H NMR spectrum of Dex-PLGA showed peaks at 

about 3–4 ppm, which were attributed to Dex, and a peak at 

about 1.5 ppm, which was the chemical shift of the proton  

of -CH
3
 for PLGA. There were no chemical shifts to signify 

the proton of -COOH for PLGA (about 13.0 ppm). These 

results indicated that Dex-PLGA was synthesized successfully. 

The PLGA graft ratio for Dex-PLGA (GR%) was 1:2.42, hence 

there were about two PLGA grafted for each Dex.

The t-Boc-A54 was then prepared by the chemical reaction 

between A54 and (Boc)
2
O (to protect the amino group of A54). 
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Figure 2 The synthesis route of A54-Dex-PLGA.
Abbreviations: A54-Dex-PLGA, A54 peptide-functionalized poly(lactic-co-glycolic acid)-grafted dextran; DCC, N,N′-dicyclohexylcarbodiimide; DMAP, 4-dimethylaminopyridine.

Dex

A B

Dex-PLGA

Dextran peaks

Dextran peaks

15 14 13 12 11 10 9 8 7 6 5 4 3 2 1 0 –1 –2 –3 7.0 6.5 6.0 5.5 5.0 4.5

f1 (ppm)f1 (ppm)
4.0 3.5 3.0 2.5 2.0 1.5 1.0 0.5

H2O

DMSO

CH3 of PLGA

A54-Dex-PLGA

CH3 of PLGA
CH3 of leucine

CH3 of leucine

PLGA

COOH of PLGA

A54

Figure 3 1H-NMR spectra of Dex, PLGA, and Dex-PLGA (A), and A54 peptide and A54-Dex-PLGA (B).
Abbreviations: NMR, nuclear magnetic resonance; A54-Dex-PLGA, A54 peptide-functionalized poly(lactic-co-glycolic acid)-grafted dextran; DMSO, dim ethyl sulfoxide.
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The t-Boc-A54 then reacted with the remaining hydroxyl group 

of Dex-PLGA in the presence of the catalyst DMAP and the 

dehydrating agent DCC to obtain t-Boc-A54-Dex-PLGA. The 

Boc-protecting group was finally removed by treatment with 2 M  

HCl to gain A54-Dex-PLGA. Compared with A54, the 1H 

NMR spectrum of the A54-Dex-PLGA in Figure 3B shows 

a similar doublet signal at 0.75–0.81 ppm, which was the 

chemical shift of the proton of -CH
3
 for leucine of A54. 

These results indicated the successful synthesis of A54-Dex-

PLGA.

Dex provides the hydrophilic group, which makes the 

conjugate molecule tend toward water, and it was found 

that the synthesized Dex-PLGA and A54-Dex-PLGA self-

assembled to form polymeric micelles in an aqueous solution 

with low CMC. Figure 4A was plotted to find an apparent 

turning point. The CMC values of Dex-PLGA and A54-Dex-

PLGA were 10.27 μg⋅mL-1 and 16.79 μg⋅mL-1 respectively, 

which were far less than the general surfactant.34

Preparation and characteristics of blank 
and DOX-loaded micelles
DOX-loaded micelles were then prepared successfully by 

dialysis. Morphological observation of blank and DOX-

loaded micelles was performed by TEM. The TEM images of 

formed micelles are presented in Figure 4B, which confirmed 

that self-assembling micelles were unvarying spherical 

shapes, and the average diameters of Dex-PLGA/DOX and 

A54-Dex-PLGA/DOX micelles were about 20 nm and 30 nm,  

while the blank micelles were around 50 nm. After drug 

loading, the micelle size observed from TEM images was 

smaller than that of blank micelles, and the particle-size 

distribution became uniform. This may have been due to the 

hydrophobic interaction between the hydrophobic core and 

drug becoming stronger after DOX loading, which made the 

micelles more stable.

When the drug-feeding amount was 5.00%, the DL% of 

DOX-loaded Dex-PLGA and A54-Dex-PLGA micelles was 

around 3.59%. Considering the drug loss in the preparation 

process, the EE% of DOX-loaded Dex-PLGA and A54-

Dex-PLGA micelles was found to be 75.37% and 75.31%, 

respectively, which implies that there were no obvious influ-

ences for drug-loading ability after A54 modification. In vitro 

drug release from DOX-loaded micelles was carried out using  

pH 7.4 PBS as the dissolution medium. As shown in Figure 4C,  

the release profiles of DOX from A54-Dex-PLGA and Dex-

PLGA micelles were mostly similar, which implied that the 

modification of A54 had almost no effect on drug-release 

behaviors. The curves reveal a representative two-phase 

pattern consisting of a premier fast release in 12 hours fol-

lowed by sustained release for a prolonged time. About 80% 

of the drug had been released after 72 hours.

Cellular uptake studies of DOX-loaded 
micelles
To investigate the targeting ability of A54-Dex-PLGA micelles, 

cellular uptake of A54-Dex-PLGA micelles on both BEL-7402 

and HepG2 cells was observed by confocal microscopy.  

Figure 5A shows the fluorescence images after BEL-7402 

and HepG2 cells were incubated with A54-Dex-PLGA/DOX 

micelles for 0.5, 4, and 10 hours. It was found that the antitu-

mor agent DOX internalized into tumor cells indirectly by the 

micelles and the uptake was time-dependent. After 4 hours’  

incubation, significantly more A54-Dex-PLGA/DOX micelles 

were internalized in BEL-7402 cells than HepG2 cells, and the 

uptake of DOX-loaded micelles was saturated after 10 hours’ 

incubation on both BEL-7402 and HepG2 cells, which was fur-

ther confirmed by ImageJ analysis, as shown in Figure 5B.

Confocal microscopy was also used to confirm the accu-

mulation of Dex-PLGA/DOX and A54-Dex-PLGA/DOX in 

tumor cells by taking advantage of the intrinsic fluorescence 

of DOX. Figure 5C presents images of BEL-7402 cells after 

incubation with Dex-PLGA/DOX micelles and A54-Dex-

PLGA/DOX micelles for 2 and 24 hours. A54-Dex-PLGA/

DOX-treated cells showed accumulation of DOX in both 

the cytoplasm and the nuclei, while in contrast Dex-PLGA/

DOX merely exhibited accumulation in the cytoplasm. 

It was an ideal outcome that DOX accumulated in the cell 

nuclei, as one of the described mechanisms of DOX depends 

on its intercalation with DNA with subsequent inhibition 

of macromolecular biosynthesis.21 In addition, a stronger 

cellular fluorescent signal was observed in BEL-7402 cells 

treated with A54-Dex-PLGA/DOX micelles for 2 or 24 hours 

because of the attached A54, which was further confirmed by 

the quantitative cellular uptake analyzed by a flow cytometry, 

as shown in Figure 5D.

To confirm the better binding ability of the A54-Dex-PLGA 

micelles to BEL-7402 cells was due to the A54 modification, the 

cellular uptake of Dex-PLGA/DOX micelles, A54-Dex-PLGA/

DOX micelles, and A54-blocking ones against BEL-7402 cells 

was then investigated. In Figure 5E, A54-Dex-PLGA/DOX 

micelles indicated the best uptake on BEL-7402 cells, and the 

addition of free A54 into the culture medium induced a notable 

decrease in the cellular uptake of the micelles, yet there were 

no significant differences between Dex-PLGA/DOX micelles 

and the A54-blocking ones, which was further confirmed by 

flow-cytometry analysis, as shown in Figure 5F.
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Figure 4 Characteristics of blank and DOX-loaded micelles.
Notes: (A) Variation of fluorescence intensity ratio for I1/I3 against logarithm of Dex-PLGA and A54-Dex-PLGA micelles. The unit of concentration was μg⋅ml-1.  
(B) Transmission electron microscopy photographs of Dex-PLGA micelles (1), Dex-PLGA/DOX micelles (2), A54-Dex-PLGA micelles (3), and A54-Dex-PLGA/DOX 
micelles (4); scale bar 0.1 μm. (C) In vitro drug-release profile of free DOX, Dex-PLGA/DOX micelles, and A54-Dex-PLGA/DOX micelles.
Abbreviations: A54-Dex-PLGA/DOX, doxorubicin-loaded A54 peptide-functionalized poly(lactic-co-glycolic acid)-grafted dextran; DOX, doxorubicin. 

The cellular uptake data confirmed specific binding 

activity of A54-Dex-PLGA micelles to BEL-7402 cells, 

due to the presence of an abundant cell-surface marker that 

may have high expression on BEL-7402 cells then taken up 

by cells via receptor-mediated endocytosis. These results 

established that the A54-Dex-PLGA micelles retained their 

A54-combining capacity and specificity to BEL-7402 cells, 

and may be utilized as a prospective active-targeting carrier 

via A54 modification.35,36

In vitro antitumor activity of blank 
and DOX-loaded micelles
Cytotoxicities of DOX HCl, blank, and DOX-loaded micelles 

were evaluated using BEL-7402 as model tumor cells. As shown 
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Figure 5 Cellular uptake results of DOX-loaded micelles.
Notes: Fluorescence images (A) of DOX after BEL-7402 and HepG2 cells were incubated with A54-Dex-PLGA/DOX micelles for 0.5, 4, and 10 hours. Quantitative analysis 
results (B) based on images (A) by ImageJ software. Fluorescence images (C) after BEL-7402 cells were incubated with DOX-loaded micelles solution for 2 and 24 hours. 
Quantitative cellular uptake (D) analyzed based on images (C) by a flow cytometry. Fluorescence images (E) of DOX after BEL-7402 was incubated with Dex-PLGA/DOX 
micelles, A54-Dex-PLGA/DOX micelles, and their blocking ones for 4 hours. Quantitative cellular uptake (F) analyzed based on images (E) by a flow cytometry (*P,0.05).
Abbreviation: A54-Dex-PLGA/DOX, doxorubicin-loaded A54 peptide-functionalized poly(lactic-co-glycolic acid)-grafted dextran.

in Figure 6A, when the concentration of blank micelles was 

1 mg⋅mL-1, cell viability was still higher than 80%, which 

indicated the blank micelles had relatively low cytotoxicity and 

high biocompatibility. Minimal cytotoxic difference between 

the A54-Dex-PLGA micelles and Dex-PLGA micelles was 

observed, thus the modification of A54 had almost no influ-

ence on cytotoxicity. The IC
50

 values of the DOX HCl solution 

and DOX-loaded micelles against BEL-7402 within 48 hours 

were determined using the MTT method. Figure 6B indicates 

the IC
50

 value of A54-Dex-PLGA/DOX was 0.570 μg⋅mL-1, 

Powered by TCPDF (www.tcpdf.org)

www.dovepress.com
www.dovepress.com
www.dovepress.com


International Journal of Nanomedicine 2015:10 submit your manuscript | www.dovepress.com

Dovepress 

Dovepress

673

A54-Dex-PLGA micelle drug delivery

A

C
el

l v
ia

bi
lit

y 
(%

)

100

90
80

70

60

50

40

30

20

10

0
100

Control Dex-PLGA/DOX

A54-Dex-PLGA/DOXDOX-HCI

200 500 0 2 4 6 8 10800 1,000

Dex-PLGA
A54-Dex-PLGA

Dex-PLGA/DOX

DOX-HCI

A54-Dex-PLGA/DOX

100

90

80

70

60

50

40

30

20

10

0

C
el

l i
nh

ib
iti

on
 (%

)

Concentration (µg/mL) Concentration (µg/mL)

B

C

Figure 6 In vitro antitumor activity results of blank and DOX-loaded micelles.
Notes: In vitro cytotoxicity of blank (A) and DOX-loaded micelles (B) against BEL-7402 cells. (C) BEL-7402 cells treated with DOX HCl, Dex-PLGA micelles, and A54-Dex-
PLGA micelles. Cells were stained with calcein acetoxymethyl ester (green) for visualization of live cells.
Abbreviations: A54-Dex-PLGA/DOX, doxorubicin-loaded A54 peptide-functionalized poly(lactic-co-glycolic acid)-grafted dextran; DOX HCI, doxorubicin hydrochloride.

which showed desired cytotoxicities against BEL-7402 cells 

compared with that of DOX HCl solution (0.252 μg⋅mL-1).  

The lower cytotoxicity might have been due to the determina-

tion time of the in vitro cytotoxicity test, as the DOX could 

not  be released completely from the micelles inside the cells 

within 48 hours. However, the higher cytotoxicity of A54-Dex-

PLGA/DOX was tested on BEL-7402 cells compared with that 

of Dex-PLGA/DOX (1.579 μg⋅mL-1), which suggested that 

A54-Dex-PLGA had a high targeting activity to the BEL-7402 

cells because of the attached A54, and thus could significantly 

increase the cytotoxicity of DOX-loaded micelles.

Figure 6C illustrates the intuitional cytotoxic results of DOX 

HCl and DOX-loaded micelles utilizing the calcein AM stain 

with BEL-7402 cells for visualization of live cells. Significantly 

fewer BEL-7402 cells were visible (stained green by calcein 

AM) due to the treatment of A54-Dex-PLGA/DOX micelles 

compared with Dex-PLGA/DOX micelles, which was attributed 

to more A54-Dex-PLGA micelles being internalized into BEL-

7402 cells after 24 hours’ incubation, and A54-Dex-PLGA/DOX 

micelles demonstrated similar cytotoxicity to DOX HCl, which 

also confirmed that Dex-PLGA coupled with A54 endowed a 

specific affinity to corresponding tumor cells in vitro.
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Figure 7 In vivo targeting imaging of A54-Dex-PLGA micelles.
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In vivo targeting imaging of A54-Dex-
PLGA micelles
To investigate whether A54-Dex-PLGA micelles can indeed 

prolong drug circulation and specifically target BEL-7402 cells 

in vivo, the tumor model was built by subcutaneous injection 

of BEL-7402 and HepG2 cells in the left and right sides of the 

mice. As shown in Figure 7A, mice treated with ICG/A54-Dex-

PLGA micelles showed fluorescence signals throughout the 

whole body for up to 5 hours postinjection, which indicated the 

long circulation time in the blood. Thereafter, fluorescence sig-

nals at the two tumor sites were clearly observed and maintained 

for 48 hours. Also, significantly more A54-Dex-PLGA micelles 

accumulated in BEL-7402 tumors with positive A54 expression 

than HepG2 tumors with negative A54 expression during the 

experimental process. The fluorescence intensity of various 

tissues and the dissected tumors was observed and quantitated, 

which confirmed the major accumulation of ICG/A54-Dex-

PLGA micelles in BEL-7402 tumors and little accumulation 

in various tissues at 48 hours postinjection (Figure 7, B and C).  

Therefore, with the modification of A54, the A54-Dex-PLGA 

micelles were efficiently delivered and retained by the BEL-

7402 tumors under in vivo conditions.

Conclusion
In this work, an A54-Dex-PLGA graft was designed and 

synthesized successfully, and it was easy to form polymeric 

micelles in aqueous solution for the delivery of DOX. Above 

all, this could be attributed to the triple effectiveness of rapid 

uptake, long circulation, and biomolecular targeting of A54-

Dex-PLGA. The micelles were effectively transported to the 

tumor tissue through the EPR effect, and the targeting A54 

enhanced endocytosis of the micelles. The functional A54-

Dex-PLGA possessed the advantages of the Dex-PLGA chain 

and biomolecular targeting A54, so that the micelles were 

targeted to the tumor tissue more efficiently than Dex-PLGA 

micelles. All these results suggest that the A54-Dex-PLGA 

micelles are a potential candidate for active targeted drug 

delivery.
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